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CERTIFICATE OF QUALITY AND WEIGHT

4i 5 NO.
H # DATE 2021.11.25
i 4 COMMODITY Cemented Carbide Composite Welding Rod
#t = LOT No. [S-3-135 i =  GRADE ZTC6458 # ¥ TYPE |4.8-6.4mm
¥ & QUANTITY i B NW 0.5Kg
P ATHRME PRODUCT STANDARD Customer demand
45 5%  RESULTS OF INSPECTION
Y)F > M PHYSICAL ANALYSIS
JR2% 0 i TR
Rod width (mm) 13-14 Rod length (mm) 450
RS &2 65 IR E MR .
Tungsten content (%) Coating hardness
B2 CHEMICAL ANALYSIS( %)
g iR i 75 4x Cemented carbide 454 & 4 CuNiZn alloy
B8 65% 35%
A% A 4 CuNiZn alloy
Cu Ni n - e
48. 26 10. 41 40. 83 - e
TS 5 & 4 Cemented carbide
Co T.C 0 - e
8. 05 5.55 0.01 - e
ST ARIE ANALYSIS STANDARD
. . i 3 K 23 b AT M3 i ]
ST IH Sample Preparation Micro trac
Sieveing HV HRC
PR s ASTM B215 ASTM B214 ASTM B933 ASTM E140 ASTM B822
ST H Chemical Analysis
PRt ICP
LI 5 B B
INSPECTOR MANUFACTURER
HRKBRRE LEHEARERAF
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